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Strength Capacity of FRP Honeycomb Vs Flat Fiberglass
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Stiffness of FRP Honeycomb Vs Flat Fiberglass

0	 0.2	 0.4	 0.6	 0.8	 1.0

Inches Fiberglass Thickness 
Solid or Sum of Two Skins

A.

B.

C.

D.

E.

A. 4” Honeycomb

B. 3” Honeycomb

C. 2” Honeycomb

D. 1” Honeycomb

E. Solid Fiberglass

160

120

80

40

0

U
ni

fo
rm

 L
oa

d
 

P
ou

nd
s/

S
q

.F
t.

 -
 1

0 
Ft

. S
p

an
 w

ith
 0

.5
” 

D
efl

ec
tio

n

Stiffness of Fiberglass 
Honeycomb Structures 
vs. Flat Fiberglass Panel


